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WEIGHT: H03=—Ccs—
CLARITY REPRESENTATION
Shape and Cut: Radian
Measurements: 9 3(71 _agtoo % 690 mm Internal characteristics shown in red. External characteristi
’ ) : : and naturals shown in green. Extra facets shown in black.

PROPORTIONS Symbols indicate nature and location of identified character
Total Depth: 68.9 % tics, not their actual size. Hairline feathers in girdle, minor
Table Width: 68. % s bearding and minor details of polish and finish not shown.
Crown Height: 10 %

Pavilion Depth: 56 %

Girdle Thickness: Thin, Polished

FINISH o ’

Polish: Good

Symmetry: Very Good

Culet: None

CLARITY GRADE: * =9S1=

Graining: Nil

b 2.1
COLOR GRADE: T
~LOGT
A
Fluorescence: . Furobeasi (
None E.G -, B Wﬁmw
Comments: st

* Clarity grade based on 10 X magnification with corrected loupe.
%% Color based on master color diamonds comparison.

This report is supplied upon request of the customer and i
ORIGINAL issued for his/her exclusive use. The report expresses an o?n:
at the time of examination of the stone. Itisnotaguamntee,avahm_qonormappmnl
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